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2009

C-001

Winter Field Jacket, Fire

1 / Standard

Jumper type jacket with
shoulder loop, double-layered zipper front with (button) flap cover. Two side pockets with flaps (button),
adjustable armhole, tight skirt with flat-rubber. Products with anti-static will be the standard.

2 [Fabric Specification
[/ Structure / Twill
/ Surface | Polyester 100%
/Back | Anti-Static Polyester 100%
/Inner | Polyester 100%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)

/Shrink Resistance: “

3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Dark Navy Blue
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

C-002
Cap, Fire Fighter

1 / Standard “HRE
Apollo hat with letters “FIRE” embroidered in front.

2 [ Fabric Specification:
[/ Structure / Twill
/Material 65 35 1
/ Aramid65% and Polyester35% and anti-statics fabric (less than 1%)
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance: “
/ Enbor oi dery 3.4cm NS Verd
140
/Font : Geor gi a( Bol d)
/Qlor:
/Aignnent: 2.2cm
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Dark Navy Blue /Sane col or as G 003.
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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2009

1

C-003
Cloth, Fire Fighter

/ Standard

Long-sleeve, back pleated

dress shirt made of flame-resistant fabric with shoulder loops (all season type). Two chest pockets with
flap cover (button).

2 [ Fabric Specification:
[/ Structure [ Twill
IMterial 65 35 1
Aramid 65 and polyester35 and Anti-static fabric (less than 1%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance: “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Dark Navy Blue
5 /Inspection
Inspection will be conducted per this specification.
6 [ Package
Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-003-W ()
Cloth, Fire, White

1 / Standard

Long-sleeve, back pleated dress shirt with shoulder loops (all
season type). Two chest pockets with flap cover (button).

2 [ Fabric Specification:
[/ Structure [ Twill
/Material 65 35
Polyester 65% and Rayon 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance: “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /White
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-004
Cloth, Fire Fighter, Summer

1 / Standard
Short sleeve summer shirt with the same specification as C-003 except for summer reason fabric.

2 / Fabric Specification:
/ Structure / Plain-Woven fabric
/Naterial 65 35 1

Aramd 65 and polyester35 and Anti-static fabric (less than 1%

+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above

/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Dark Navy Blue Same color as C-003
5 /Inspection Inspection will be conducted per this specification.
6 [ Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-004-W
Cloth, Fire, White, Summer

1 / Standard C-003-W
Half-sleeve, back pleated dress shirt with shoulder loops for summer season. Two chest pockets with
flap cover (button or Velcro).

2 [ Fabric Specification:
[/ Structure / Plain-Woven fabric
/Material 65 35 / Polyester 65% and Rayon 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /White C-003-W / Same color as C-003-W
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-005
Trousers, Fire Fighter
1 / Standard
1.5cm Working 6

pockets-trousers, flap covers for side pockets.
2 [ Fabric Specification:

/ Structure [ Twill

IMterial 65 35 1

Aramid 65 and polyester35 and Anti-static fabric (less than 1%

+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “

3 [Fabric Condition

/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above

/ Light fastness 4 JIS L 0842 3 /Gade 4 or above

4 /Color /Dark Navy Blue /Sane (ol or as G003
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-005-B
Trousers, Fire, Black

1 / Standard

1.5cm 6cm

Front pleated (double) trousers with plain single bottom. Two front side pockets and two back pockets.
Belt loops with 1.5cm width x 6.0cm height.

2 [ Fabric Specification
[/ Structure [ Twill
/Material 80 20
Polyester 80% and Cotton 20%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Black
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture

-
—
o
gk

April 2009 10



2009

C-006
Trousers, Fire Fighter, Summer

1 / Standard
Same specification as C-005 except for summer reason fabric.

2 [ Fabric Specification:
[/ Structure / Plain-Woven fabric
IMterial 65 35 1
Aramd 65 and polyester35 and Anti-static fabric (less than 1%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Dark Navy Blue /Sane (ol or as G003
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-006-B
Trousers, Fire, Black, Summer

1 / Standard C-005-B
2 [ Fabric Specification
/ Structure / Plain-Woven fabricl
/Material 80 20
Polyester 80% and Cotton 20%
+2 JIS L 1096D Less than £ 2% (JIS L 1096D)

/Shrink Resistance “

3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Black /Same (ol or as G 005-B
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-011
Jacket, Field, Security

1 / Standard

Short-Coat type jacket with shoulder loop, double-layered zipper front with (button) flap cover .
Two side pockets with flaps (button), adjustable armholes. Anti-static,will be the standard.

2 [ Fabric Specification
[/ Structure [ Twill
[ Material
/ Surface | Polyester 100%
/Back | Anti-Static Polyester 100%
/Inner | Polyester 100%
+2 JI'S L 1096D
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Dark Navy Blue
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery

/ Sample Picture
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2009

C-012
Cap, Security

1 / Standard “ SEARTY Basebal |
Gp wth letters ©* SEARTY' enbroidered in front.

2 [ Fabric Specification
[/ Structure [Twill
[ Material 65 25 10
Polyester 65% and Rayon 25% and Nylon 10%
+2 JI'S L 1096D
/Shrink Resistance “
[ Bnbor oi dery
/Font S ze: 3.0cm 1.7cm
/Font: Arial (Bol d)
/Clor:
/ Al'i gnment : 2.2cm 3.0cm
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Dark Navy Blue /Sane color as G013
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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2009

C-012-S ()
Cap, Security, Summer

1 / Standard “ SEARTY

Baseball Cap for summer season with letters “SECURITY” embroidered in front

2 / Fabric Specification
/ Structure / Plain-Woven fabricll
/ Material / Front 64 35 1
Polyester 65% and Cotton 35% and Poriuretan 1%
/ Back Mesh
+2 JI'S L 1096D
/Shrink Resistance “
/ Enbor oi dery
/Font S ze: 3.0cm 1.7cm
/Font: Arial (Bol d)
/ol or:
/ Al'i gnment : 2.2cm 3.0cm
3. [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Dark Navy Blue /Sane color as G013
5 /Inspection

Inspection will be conducted per this specification.

6 / Package

Common commercial packaging practice is acceptable.

7 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-013
Cloth, Security

1 / Standard

BDU Type
Jacket having windbag (Button). Four pockets including one of them for holding a pen. Four Front
buttons, Open-necked with ornamental button, reinforced elbow patch (double stitched), draping
processing. Roundabout. Sleeve with contour adjustment. Lusterless button will be the standard.

2 [ Fabric Specification
[/ Structure [ Twill
[ Material 65 25 10
/Pol yester 65% Rayon 25% Nyl on 10%
+2 JI'S L 1096D
/Shrink Resistance “
3 [Fabric Condition JIS L 4107
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
/ Friction Fastness 4 / Dry Grade 4 or above 3
JISL 0849 |l [/Moistening Grade 4 or above
/ Dry cleaning 4 [/Bistre Grade 4 or above 4

JISL 0860 A / Exposure Grade 4 or above

4 /Color /Dark Navy Blue

5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.

7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery

/ Sample Picture
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2009

C-014
Cloth, Security, Summer

1 / Standard
Same specification as C-013 Cloth, Security, except for summer season light-weight fabric.

2 [ Fabric Specification

/ Structure / Plain-Woven fabricll
/ Material 65 25 10
/Pol yester 65% Rayon 25% Nyl on 10%
+2 JI'S L 1096D

“

/Shrink Resistance

3 [Fabric Condition JIS L 4107
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
/ Friction Fastness 4 / Dry Grade 4 or above 3
JISL 0849 Il [/Moistening Grade 4 or above
/ Dry cleaning 4 /Bistre Grade 4 or above 4
JISL 0860 A / Exposure Grade 4 or above

4 /Color /Dark Navy Blue /Sane color as G013

5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.

7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-015
Trousers, Security

1 / Standard

1.5cm 6cm

BDU Type Cargo pants. Pocket flaps, three pleat on the pant, two back pockets, two waist pockets, waist
adjustable belt, draping processing, reinforced belt loops with 1.5cm width x 6.0cm height. The same
size of lusterless button will be the standard.

2 [ Fabric Specification
/ Structure [ Twill
[ Material 65 25 10
/Pol yester 65% Rayon 25% Nyl on 10%
+2 JIS L 1096D

/Shrink Resistance

3 [Fabric Condition JIS L 4107
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
/ Friction Fastness 4 / Dry Grade 4 or above 3
JISL 0849 |l [/Moistening Grade 4 or above
/ Dry cleaning 4 [Bistre Grade 4 or above 4

JISL 0860 A / Exposure Grade 4 or above

4 /Color /Dark Navy Blue /Sane color as G013

5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.

7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-016
Trousers, Security, Summer

1 / Standard
Same specification as C-013 Cloth, Security, except for summer season light-weight fabric.

2 [ Fabric Specification
[/ Structure / Plain-Woven fabricll
/ Material 65 25 10 /Pol yester 65%
Rayon 25% Nylon 10%
+2 JI'S L 1096D
/Shrink Resistance “
3 [Fabric Condition JIS L 4107
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
/ Friction Fastness 4 / Dry Grade 4 or above 3
JISL 0849 Il [/Moistening Grade 4 or above
/ Dry cleaning 4 /Bistre Grade 4 or above 4

JISL 0860 A / Exposure Grade 4 or above

4 /Color /Dark Navy Blue /Sane color as G013

5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.

7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-017

Ammo Pouch
1 / Standard / See sample picture
2 / Fabric Specification nylon

/metallic portion
Nickel coat or either equaling or surpassing

3 /Color /Black

4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.

6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery

/ Sample Picture
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2009

C-018
Belt, Pistol
1 / Standard / See sample picture
2 / Fabric Specification Nylon
/Reinforced plastic
3 /Color /Black
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery

/ Sample Picture
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2009

C-019
Holder, Police Club
1 / Standard / See sample picture
2 / Fabric Specification /Hamess Leather or similar
products, Tannin
/ metal parts / Nickel coat

or either equaling or surpassing

3 /Color /Black

4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.

6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery

/ Sample Picture

. . = Bt 4% —oreakd
25 AU— J’——l- —
k22 gl e
# 4 ! 4 o : WHIEF R AR at
&7@-‘_ ,jL 1)_ g 3
£ —-B 3 -
A IES s
i Sy e X ZITVAE YL X
| )
e r‘ﬁ
y |
~ ! '
|
H
e
—OF r

April 2009 22



2009

C-020
Badge, Security

1 / Standard (See bel ow pi cture)

2 [ Fabric Specification

3 /Color /Sl ver

4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.

6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture

8.7 X 5.7
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2009

C-020-P
Patch, Security

1 / Standard (See Bel ow picture)

2 / Fabric Specification / Qotton and Pol yest er

3 /Color (See Bel ow)

4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.

6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-021
LANYARD

1 [ Standard
Please see below, commercially available good.
2 [ Fabric Specification
/ Material (Coil string made of plastic)
Metal parts are nade of N ckel coat or equival ent or above.
3 /Color / Bl ack
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-022
WHISTLE

1 / Standard 90 96

Silver coated whistle with a chain. Commercially available products. The number of chains is
from 90 to 96.

2 [ Fabric Specification
[ Material / Silver Metal
1nmi Brass or Board thickness more than 1mm
/ Nickel or either equaling or surpassing

1.2mm

1.3mm
3 /Color [Silver
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery

/ Sample Picture
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2009

C-023
Belt, Large & Buckle
1 / Standard Commercially available goods
2 [ Fabric Specification
Bel t
[/ Structure / Plain Fabrics
[ Material 100 4mm 58mm Cotton 100%,
White, 4mm in thickness 4mm, 58mm in width
Buckl e
/Mai n body: JI'S H 3100 1nmm / Gold color coat work
JI' S H 3100
White nickel or Chrome coat
JIS G3141
3 /Inspection Inspection will be conducted per this specification.
4 / Package Common commercial packaging practice is acceptable.
5 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-040
Cap, Working
1 / Standard (See Bel ow picture)
2 [ Fabric Specification
/ Structure [Twill
[ Material 85 5 10

/Pol yester 85% Qotton 5% Nylon 10%

+2 JI'S L 1096D
/Shrink Resistance “
3 [Fabric Condition
/ Washing Fastness 4 JISL 0844 A-2

/ Light fastness 4 JIS L 0842 3 /G ade 4 or above
4 /Color / Bei ge G 060 Sane col or as G 060
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery

/ Sample Picture
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2009

C-041
Cap, Nurses, White
1 / Standard Commercially available goods
2 [ Fabric Specification
/ Structure /Plain Fabrics
[ Material 90 10
+2 JIS L 1096D

/Shrink Resistance “

3 /Color /White

4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.

6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-042
Hat, Cooks, White

1 / Standard 33cm
Commercially available goods

2 [ Fabric Specification

[/ Structure [Twill

[ Material 100 / Gotton 100%

+2 JI'S L 1096D
/Shrink Resistance “

3 /Color /White
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-043
Hair Net
1 / Standard Commercially available goods
2 [ Fabric Specification
/ Material Nyl on or either equal or surpassing
40 40 Deni er standard
3 /Color /Black
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-050

Jacket, Field, Winter

1 / Standard

Jumper type working winter jacket. Commercially available goods with hood.
Two side pockets with flaps (button), Anti-static fabric.

2 [ Fabric Specification
[/ Structure / Twill
/ Material /R ont / Polyester 100%
/ Back
Polyester 100% Electrostatic protection
/1 nner cotton / Pol yester 100%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Dark Navy Blue
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

Jacket, Field (P/C)

G051

1 / Standard
2 [ Fabric Specification

/ Structure [Twill

[ Material

+2
/Shrink Resistance
3. /Fabric Condition
/Washing Fastness
/ Light fastness

4 /Color /Black
5 /Inspection
6 / Package
7 /Others

Front Z pper work jacket with two side pockets.

65 35 Polyester 65%/Cotton 35%
JIS L 1096D Less than £ 2% (JIS L 1096D)
4 JISL 0844 A-2 /G ade 4 or above
4 JIS L 0842 3 /G ade 4 or above

Inspection will be conducted per this specification.

Common commercial packaging practice is acceptable.

Must obtain approval by a cognizant

Defense Office (or IAA Branch Office) prior to delivery

/ Sample Picture

April 2009
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G 052
Raincoat
1 / Standard 1 Refer below Table 1.
1 Table 1l

2 [ Fabric Specification

[/ Structure / Plain Fabrics

/ Material / Nylon
3 [Fabric Condition

/Washing Fastness 4 JISL 0844 A-2 /Gade 4 or above
/ Light fastness 4 JIS L 0842 3 /G ade 4 or above

4 /Color /Dark Navy Blue
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-052-S
Raincoat, Security
1 / Standard 1
UTable 1
2 [ Fabric Specification
[/ Structure / Plain Fabrics
[ Material
3 [Fabric Condition
/Water Resistance 20,000mMm cm (or above)
/Moisture Permeability 5000 n2 24hrs (or above)
/Washing Fastness 4 JISL 0844 A-2
/ Light fastness 4 JIS L 0842 3
4 /Color /Yellow
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery

In e
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2009

C-053
Water Proof Jacket
1 / Standard
Wt er-Proof Jacket with Inner fabric for
war m ng.
2 [ Fabric Specification
/ Material Nyl on
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Gade 4 or above
/ Light fastness 4 JIS L 0842 3 / Gade 4 or above
4 /Color /Dark Navy B ue
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-054
Water Proof Pants

1 / Standard - Water proof breast
height pants being the same material as C053.

2 [ Fabric Specification
/ Material Nyl on
3. [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Gade 4 or above

/ Light fastness 4 JIS L 0842 3 / Gade 4 or above
4 /Color /Dark Navy B ue ( / Sane col or as G 053)
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-060

Clothes, Working Coat

Coat style. Four pockets (chest and side), long sleeve button

1 / Standard
2 [ Fabric Specification
/ Structure [Twill
[ Material
Nyl on 10%
+2
/Shrink Resistance
3. /Fabric Condition
/Washing Fastness
/ Light fastness
4 /Color / Bei ge
5 /Inspection
6 / Package
7 /Others

85 5 10 /Polyester 85% otton 5%
JIS L 1096D Less than £ 2% (JIS L 1096D)
4 JISL 0844 A-2 /G ade 4 or above
4 JIS L 0842 3 /G ade 4 or above

Inspection will be conducted per this specification.

Common commercial packaging practice is acceptable.

Must obtain approval by a cognizant

Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-060-NS
Clothes, Working Coat NS

1 [ Standard
Coat style. Four pockets (chest and side), long sleeve button.
2 [ Fabric Specification
[/ Structure [Twill
[ Material 100 /otton 100%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Beige G060 Sane lor as G060
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 /Others

g: ,,

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-061
Coverall

1 / Standard
Vor ki ng Qoveral | .
2 [ Fabric Specification
[/ Structure [Twill
/ Material 85 5 10 /Polyester 85% otton 5%
Nyl on 10%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Qade 4 or above
4 /Color /Beige G060 Sane col or as G060
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-061-NS
Coverall, NS
1 / Standard
V@rking coverall wth cotton 100%
2 [ Fabric Specification
/ Structure [Twill
[ Material 100 /Cotton 100%
+2 JIS L 1096D Less than £ 2% (JIS L 1096D)
/Shrink Resistance “
3. /Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Qade 4 or above
4 /Color /Beige G060 Sane lor as G060
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-062
Shirt, Long Sleeve White
1 / Standard
Wite long-sl eeve dress shirts. Gommercially avail abl e goods.
2 [ Fabric Specification
[/ Structure /Plain Fabrics
/ Material / Polyester or Cotton blend fabric
/ Blending ratio 65 35 +5 Polyester 65% Cotton 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 /Color /White
4 /Inspection Inspection will be conducted per this specification.
5 [ Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-063
Shirt, Short Sleeve White

1 / Standard

2 [ Fabric Specification
/ Structure
[ Material

/Bl endi ng Rati o:

/Shrink Resistance

3 /Color

4 /Inspection
5 [ Package
6 [Others

Short-sleeve white shirt

/ Plain Fabrics
/ Polyester or Cotton blend fabric
35 +5 Pol yester 65% otton 35%
JI'S L 1096D Less than + 2% (JIS L 1096D)

65

/ White
Inspection will be conducted per this specification.

Common commercial packaging practice is acceptable.

Must obtain approval by a cognizant

Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-064
Shirt, Working, Summer
1 / Standard
Open neck, Summer shirt with two side pockets.
2 [ Fabric Specification
[/ Structure / Plain Fabrics
/ Material 64 35 1 /Polyester 64%
Qotton 35% Pol yurethan 1%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Beige G060 Sane col or as G060
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-064-NS
Shirt, Working, Summer, NS
1 / Standard
Open neck, Summer shirt with two side pockets. Cotton 100%.
2 [ Fabric Specification
[/ Structure / Plain Fabrics
[ Material 1009 Got t on 100%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Beige G060 Sane col or as G 060
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-064-P
Shirt, Working, Summer, Polo

1 / Standard V@rking pol o shirts.
2 [ Fabric Specification

/ Structure Dappl ed cloth

/ Material /B ending Ratio 65 35

/Pol yester 65% Cotton 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)

/Shrink Resistance “

3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Qade 4 or above
/ Light fastness 4 JIS L 0842 3 /Gade 4 or above
4 /Color /Navy Blue
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-065
Uniform, Cook, White

1 / Standard 1 Refer to Table 1.

1/ Table 1
2 / Fabric Specification

/ Structure [ Twill

/ Material 100 /Qotton 100%

+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “

3 /Color /White
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-065-L
Uniform, Cook, White
1 / Standard 1 Refer to Table 1.
1/ Table 1
2 / Fabric Specification
/ Structure [ Twill
/ Material 100 /Qotton 100%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 /Color /White
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-066
Uniform, Hospital

1 / Standard Qpen color, Hy front
2 [ Fabric Specification
[/ Structure /Plain Fabrics
/ Material / Polyester or Cotton blend fabric
/Blending Ratio: 65 35 +5 Pol yester 65% tton 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)

/Shrink Resistance “

3 /Color /White

4 /Inspection Inspection will be conducted per this specification.
5 [ Package Common commercial packaging practice is acceptable.

6 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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2009

C-067
Smock Medical
1 / Standard
Short-sl eeve hospital work shirts (snock) with
two si de pockets.
2 [ Fabric Specification
[/ Structure / Plain Fabrics
/ Material / Polyester or Cotton blend fabric
/Blending Ratio: 65 35 +5 Pol yester 65% tton 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 G ade 4 or above
/ Light fastness 4 JIS L 0842 3 / Gade 4 or above
4 /Color /White
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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2009

C-068
Uniform, Nurse, White

1 / Standard
Long- sl eeve nurse uni form

2 [ Fabric Specification

[/ Structure / Plain Fabrics

/ Material / Polyester or Cotton blend fabric

/Blending Ratio: 65 35 +5 Polyester 65%, Cotton 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “

3 /Color /White
4 /Inspection Inspection will be conducted per this specification.
5 [ Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-069
Uniform, Waitress
1 / Standard
ne- pi ece short sleeve waitress uni formw th zi pper.
2 [ Fabric Specification
[/ Structure /Plain Fabrics
/ Material / Polyester or Cotton blend fabric
/Bl ending ratio: 65 35 +5 | Polyester 65%, Cotton 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Grade 4 or above
/Light fastness 4 JIS L 0842 3 / Grade 4 or above
4 [Color /Black
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-070
Clothes, Working Trouser
1 / Standard
V@r ki ng
trousers wth side pockets.
2 [ Fabric Specification
[/ Structure [Twill
[ Material 85 5 10
/Pol yester 85% Qotton 5% Nylon 10%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 G ade 4 or above
/Light fastness 4 JIS L 0842 3 G ade 4 or above
4 /Color /Beige G060 Sane col or as G 060
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-070-NS
Clothes, Working Trouser, NS
1 / Standard
Vr ki ng
trousers wth side pockets, Gotton 100%
2 [ Fabric Specification
[/ Structure [Twill
[ Material 100 tton 100%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “ “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 G ade 4 or above
/Light fastness 4 JIS L 0842 3 G ade 4 or above
4 /Color /Beige G060 Sane col or as G 060
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

1

C-071

/ Standard

and two back pockets.

2 [ Fabric Specification
/ Structure [ Twill
[ Material
Nyl on 5%
+2
/Shrink Resistance
3. /Fabric Condition
/Washing Fastness
/Light fastness
4 /Color /Black
5 /Inspection
6 / Package
7 /Others

/ Sample Picture
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April 2009

Trousers (P/C)

65 30
JIS L 1096D
4 JIS L 0844
4 JIS L 0842

Dress Trouser wth two side

5 /Polyester 65% tton 30%

Less than £ 2% (JIS L 1096D)

A-2 /Grade 4 or above
3 /Grade 4 or above

Inspection will be conducted per this specification.

Common commercial packaging practice is acceptable.

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery
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2009

C-072
Trousers, White
1 / Standard
Wi te Trouser wth two side and two back pockets.
2 [ Fabric Specification
[/ Structure [Twill
/ Material / Polyester or Cotton blend fabric
/Bl ending ratio: 65 35 +5
Polyester 65%, Cotton 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)
/Shrink Resistance “
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Grade 4 or above
/Light fastness 4 JIS L 0842 3 /Grade 4 or above
4 /Color /White
5 /Inspection Inspection will be conducted per this specification.
6 [ Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office or IAA Branch Office) prior to delivery.
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2009

C-080
Apron, Cloth
1 / Standard
Commercially available goods.
2 [/ Fabric Specification
[/ Structure
[ Material 100 /Cotton 100%
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Grade 4 or above
/Light fastness 4 JIS L 0842 3 / Grade 4 or above
4 /Color /White
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture

o
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2009

C-080-B
Apron, Cloth, Blue
1 / Standard
Gonmerci al |y avai | abl e goods
2 [ Fabric Specification
[/ Structure /Denim
/ Material 65 35 /Polyester 65% otton 35%
3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Grade 4 or above
/Light fastness 4 JIS L 0842 3 / Grade 4 or above
4 /Color /Blue Denim Color
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

April 2009 58



2009

C-081
Apron, Leather

Commercially available goods

[ Fabric Specification

1 / Standard
2

[ Material
3 /Color
4 /Inspection
5 / Package
6 /Others

April 2009

2mm
/Split leather being more than 2mm thickness and chrome tanning

/Qay
Inspection will be conducted per this specification.

Common commercial packaging practice is acceptable.

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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2009

C-082
Apron, Rubber
1 [ Standard
Commercially available goods
2 [ Fabric Specification
[ Material / Rubber
3 /Color /Black
4 /Inspection Inspection will be conducted per this specification.
5 [ Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

April 2009 60



2009

C-082-A
Apron, Rubber

1 / Standard

Commercially available goods
2 [ Fabric Specification

[ Material / Rubber
3 /Color /White
4 /Inspection Inspection will be conducted per this specification.
5 [ Package Common commercial packaging practice is acceptable.
6 [Others
Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
AR
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2009

C-082-B
Apron, Rubber

1 / Standard

Commercially available goods
2 [ Fabric Specification

[ Material: / Rubber
3 /Color /White
4 /Inspection Inspection will be conducted per this specification.
5 [ Package Common commercial packaging practice is acceptable.
6 [Others
Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
) §
« . 4
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2009

C-082-C
Apron, Rubber, Chemical

1 / Standard

Commercially available goods with chemical resistance.
2 [ Fabric Specification

[ Material

JIST 8115
3 /Inspection Inspection will be conducted per this specification.
4 / Package Common commercial packaging practice is acceptable.
5 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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2009

C-083
Apron, Waitress
1 / Standard Commercially available goods
2 [ Fabric Specification
[/ Structure /Plain Fabrics
/ Material / Polyester or Cotton blend fabric
/B ending ratio: 65 35 +5
Polyester 65%, Cotton 35%
+2 JI'S L 1096D Less than + 2% (JIS L 1096D)

/Shrink Resistance “

3 [Fabric Condition
/Washing Fastness 4 JISL 0844 A-2 /Grade 4 or above
/Light fastness 4 JIS L 0842 3 / Grade 4 or above
4 /Color /White
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/ Sample Picture
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2009

C-084
Belt, Small & Buckle
1 / Standard Commercially available goods
2 / Fabric Specification
/ Structure / Plain Fabrics (Double Cloth)
/ Material 100 2. 6nm 32nm
JIS H 3321 / Thi ckness 0. 5rm /Length  13mm
/Wdth  32mm /@l d color coat work
(Mai n Body) : JI'S H 3321 / Thi ckness 0. 7nm
/@l d color coat work
JIS H 3321 /D aneter 4nm

/@l d col or coat work

3 /Fabric Condition
/Washing Fastness 4 JISL 0844 Gade 4 or above
/Light fastness 4 JIS L 0842 3 G ade 4 or above
4
3

/ Sneat JISL 0848 A Gade 4 or above
[Friction JISL0B49 2 Gade 3 or above
/ Pull strength 14700N JISL 1096 A Mre than 14700N
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

T g g & W07|
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2009

C-085
Name Plate

1 / Standard Commercially available goods
2 [ Fabric Specification

[ Material

/9 ze 2.5cm 8cm
/Letter
/Ftting

3 /Color Black
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

K. TAKAHASHI
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2009

C-085-V

Name Plate, Velcro

/ See sample picture

Inspection will be conducted per this specification.

Common commercial packaging practice is acceptable.

Must obtain approval by a cognizant

Defense Office (or IAA Branch Office) prior to delivery.

1 / Standard
2 [ Fabric Specification
/ Material
/S ze 3cm 10cm
/ BEnbr oi dery
/Font: Tines New Ronan
[Olor:
/Letter Aignnent:
3 /Color
4 /Inspection
5 / Package
6 /Others
Fire Crew Chief
April 2009
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2009

F-001
Shoes,High-Top

1 / Configuration

Commercially available goods ; Anti-Electrostatic footwear

2 / Main-material

21 /Upper : /Material JIS T 8101 /Chrome tanning leather

/Thickness JIST 8101 H 1.5mm S 15mm
22 /0utsole ; / Material
I
\

23 /Toe cap: / Material /Plastic toe cap Wide type
3 /Color /Black shoelaces is black
4 /Size and width JIS S 5037 235 28 EEE

Size and width base on 23.5 28 and EEE prescript by“JIS S 5037”

5 /Capability and testing JIS T 8101 E JIS T 8103 AS-P
JIS Capability and Testing base on “JIS T8101 typeSE”and “JIS
T8103TypeAS-P”

6 /Inspection Inspection will be conducted based on this specification.
7 /Package Common commercial packaging practice is acceptable.
8 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-002
Shoes,Safety

1 / Configuration

Commercially available goods ; Anti-Electrostatic footwear

2 / Main-material JIST 8101 8

21 /Upper : /Material /Chrome tanning leather

/Thickness 1.5mm
22 /0utsole ; / Material
I
\

23 /Toe cap: / Material /Plastic toe cap Wide type
3 /Color /Black shoelaces is black
4 /Size and width JIS S 5037 235 28 EEE

Size and width base on 23.5 28 and EEE prescript by“JIS S 5037”

5 /Capability and testing JIS T 8101 E JIS T 8103 AS-P

JIS Capability and Testing base on “JIS T8101 TypeSEF”and “JIS T8103
typeAS-P”
6 /Inspection Inspection will be conducted based on this specification.
7 /Package Common commercial packaging practice is acceptable.
8 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-002-H ( )
Half-knee boot , Protective

1 / Configuration :
Commercially available goods

2 / Main-material JIS T 8101 8
21 /Upper : /Material /Chrome tanning leather
/Thickness 1.5mm
22 /0utsole ; / Material /Synthetic rubber
23 /Toe cap: / Material /Steel toe cap Wide type
3 /Color /Black
4 /Size and width JIS S 5037 235 28 EEE

Size and width base on 235 28 and EEE prescript by*“JIS S 5037

5 /Capability and testing JIS T 8101 JIs
Capability and Testing base on “JIS T8101 Type ”

6 /Inspection Inspection will be conducted based on this specification.
7 /Package Common commercial packaging practice is acceptable.
8 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-002-SN ( )
Sneaker , Occupational

1 / Configuration
Commercially available goods

2 / Main-material JPSA
21 /Upper : /Material /Synthetic leather ~ Nylon mesh cloth
22 /0utsole ; / Material or /Ethylene-vinyl-acetate
Synthetic rubber or Foamed Polyurethane with double sole
23 /Toe cap: / Material /Plastic toe cap Wide type
3 /Color / Mainly black
4 /Size and width JIS S 5037 235 28 EEE

Size and width base on 235 28 and EEE prescript by“JIS S 5037”

5 /Capability and testing JPSA
Capability and Testing base on “JPSA standard Type ”

6 /Inspection Inspection will be conducted based on this specification.
7 /Package Common commercial packaging practice is acceptable.
8 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-002-LV ( )
Half-knee boot , Occupational

1 / Configuration

Commercially available goods ; Insulation bottom footwear

2 / Main-material  JIS T 8101 22 JIS T 8101
21 /Upper : /Material /Chrome tanning leather
/Thickness  1.5mm
22 /Outsole : / Material \Y
23 /Toe cap: / Material /Plastic toe cap
3 /Color /Black
4 /Size and width JIS S 5037 235 28 EEE

Size and width base on 235 28 and EEE prescript by“JIS S 5037”

5 /Capability and testing JIS T 8101

10°Q AC3KV
Capability and Testing base on “JIS T8101 Type  Insulation
capability and Testing base on electric resistance between inner-electrode and bottom have more than 10°Q ,

and not turn on electricity when applied electric pressure AC3KV

6 /Inspection Inspection will be conducted based on this specification.
7 /Package Common commercial packaging practice is acceptable.
8 /Others

Must obtain approval by a cognizant Defense

Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-003
Low-cut Shoes

1 / Configuration
Commercially available goods

2 / Main-material

21 /Upper : /Material /Chrome tanning leather

/Thickness  1.2mm

22 /0utsole ; / Material / Synthetic rubber or urethan
3 /Color /Black shoelaces is black
4 /Size and width JIS S 5037 235 28 EEE

Size and width base on 23.5 28 and EEE prescript by“JIS S 5037”

5 /Capability and testing
6 /Inspection Inspection will be conducted based on this specification.
7 /Package Common commercial packaging practice is acceptable.
8 /Others

Must obtain approval by a cognizant Defense

Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-004
Canvas Shoes White
1 /Configuration Commercially available goods
2 /Main _material
21 /Upper : /Material /Synthetic leather
22 /0utsole ; /Material EVA /Ethylene-vinyl-acetate

Synthetic rubber
3 /Color /White

4 /Size and width JIS S 5037 21 28 29 30 31 EEE
Size and width base on 21 28 29 30 31 and EEE prescript by “JIS S 5037”

5 /Inspection Inspection will be conducted based on this specification.
6 /Package Common commercial packaging practice is acceptable.
7 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-005
Nurse Shoes White

1 /Configuration Commercially available goods
2 /Main _material

21 /Upper : /Material /Synthetic leather ~ Nylon mesh cloth

22 /0utsole ; / Material /Ethylene-vinyl-acetate Synthetic rubber
3 /Color /White
4 /Size and width JIS S 5037 22 28 29 EEE

Size and width base on 22 28 29 and EEE prescript by “JIS S 5037”

5 /Inspection Inspection will be conducted based on this specification.
6 /Package Common commercial packaging practice is acceptable.
7 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-006
Waitress Shoes

1 /Standard 30mm Commercially available
goods
2 /Main _material

21 /Upper : /Material /Synthetic leather

22 /0utsole ; / Material /forming poly-urethane
3 /Color /White
4 /Size and width JIS S 5037 21 26 EEE

Size and width base on 21 26 and EEE prescript by “JIS S 5037

5 /Inspection Inspection will be conducted based on this specification.
6 /Package Common commercial packaging practice is acceptable.
7 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-007

Boot, HI Voltage Resist
1 / Standard Commercially available goods
2 [ Fabric Specification
3 [ Test Meet Bel ow Tabl e

7, 000V JIST 8010 2,3,4,56

20, 000V

4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

/Sample Picture
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2009

F-008
Rubber Boots Occupational

1 /Configuration
Commercially available goods Anti Electrostatic footwear

2 /Main _material
21 /Upper : /Material /Poly Vinyl Chloride PVC
Underlining is knit or flannel
22 /0utsole ; /Material /Poly Vinyl Chloride PVC
23 /Toe cap: / Material /Steel toe cap
3 /Size and width JIS S 5037 235 27 28 EEE

Size and width base on 235 27 28 and EEE prescript by “JIS S 5037~

4 /Capability and testing JIS T 8101 JIS T 8103 AS-P
Capability and Testing base on “JIS T8101 TypeS”and “JIS T8103 typeAS-P”

5 /Inspection Inspection will be conducted based on this specification.
6 /Package Common commercial packaging practice is acceptable.
7 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-009
Rubber Boots Occupational Cold protection

1 /Configuration
Commercially available goods With inner material.

2 /Main _material
21 /Upper : /Material /Synthetic rubber
Underlining is knit or flannel
22 /0utsole ; /Material /Synthetic rubber
23 /Toe cap: / Material /Plastic toe cap Wide type
3 /Size and width M 24 25 L 255 26 LL 265 27 3L 275 28 EEE

Size and widthisM 24 25 L 255 26 LL 265 27 3L 275 28and EEE.

4 /Capability and testing JIS T 8101 JIS T 8103 AS-P
Capability and Testing base on “JIS T8101 Type ”

5 /Inspection Inspection will be conducted per this specification.
6 /Package Common commercial packaging practice is acceptable.
7 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

F-010
Rainboots

1 /Configuration Commercially available goods
2 /Main _material

21 /Upper : /Material /Poly Vinyl Chloride PVC

Underlining is knit or flannel

22 /0utsole ; /Material /Poly Vinyl Chloride PVC
3 /Color /Black
4 /Size and width JIS S 5037 22 23 27 28 EEE

Size and width base on 22 23 27 28 and EEE prescript by “JIS S 5037

5 /Inspection Inspection will be conducted per this specification.
6 /Package Common commercial packaging practice is acceptable.
7 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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P-001
Helmet
1 / Standard
Commercially available goods
2 [ Type JIST8131 4 PerJIST 8131, 4
3 /[Sructure JIST8131 6 Per JIS T 8131, 6
4
4 /Copability JIST8131 5 Per JIST 8131, 5
42 120 6 7
8 42
5 / Appear ance JIST8131 7 PerJIST 8131, 7
6 [ Material JIST 8131 8 Per JIS T 8131, 8
7 /Color /White
8 /Test Met hod JIST8102 9 PerJIS T 8102, 9
SG MB- KP
(1
TH2633
(2 TH2534
9 /Inspection JIST 8102 10
Inspection will be conducted per JIS T 8102, 10 as well as this specification
10 / Package Common commercial packaging practice is acceptable.
11 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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2009

P-001-V
Helmet, Electric

1 / Standard
Commercially available goods

2 / Type JIST8131 4 Per JIST 8131, 4
3. [Sructure JIST8131 6 PerJIST 8131, 6 J
4 /Capability JIST8131 5 PerJIST 8131,5
42 120 6 7
8 33 3
42 2
5 / Appear ance JIST®8131 7 PerJIST 8131, 7
6 [ Material JIST 8131 8 Per JIS T 8131, 8
7 /Color /White
8 /Test Mt hod JIST 8102 9 PerJIST 8102, 9
G MB-KP
(1)
TH2633
(2 TH2534
G MB
(3) 7000V TF632
9 /Inspection JIST8102 10

Inspection will be conducted per JIS T 8102, 10 as well as this specification

10. / Package Common commercial packaging practice is acceptable.

11. /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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2009

P-002
Ear Plugs

1 / Standard Commercially available goods
2 /Sructure JIST 8161 5.1 PerJIST 8161,5.1
3 [ Fabric Specification JIST 8161 6 PerJIST 8161, 6
4 [ Test JIST 8161 7 PerJIS T 8161, 7
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.

7 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-003

Aural Protector (Ear Muffs)
1 / Standard Commercially available goods
2 /Sructure JIST 8161 5.2 PerJIST 8161, 5.2
3 [ Fabric Specification JIST 8161 6 PerJIST 8161, 6
4 [ Test JIST 8161 7 Per JIS 8161, 7
5 /Inspection Inspection will be conducted per this specification.
6 / Package Common commercial packaging practice is acceptable.

7 /Others

Must obtain approval by a cognizant
Defense Office or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

1 / Standard

2 [ Fabric Specification
[ Material

3. /Fabric Condition

4 /Color

5 /Inspection

6 / Package

7 /Others

P-004
Life Vest
Commercially available goods

/ Outer material Nylon

/ Floating body polyethylene foam

Products approved by MLIT
8. Okg
/Orange

Inspection will be conducted per this specification.

Common commercial packaging practice is acceptable.

Must obtain approval by a cognizant

Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-005
Vest, Reflection, Orange

1 / Standard
Commercially available goods with reflection cloth in both front and back.

2 [ Fabric Specification

/ Structure Mesh

/ Material 100 100% Polyester
3 /Color

/QOrange col or nesh, Reflection material nmain color is yell ow

4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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2009

P-006
Sleeve, Safety

1 / Standard Commercially available goods
2 [ Fabric Specification

/ Material Split leather

/ Thi ckness 2mm 2mm standard

/ Material

/Dimension: 1. 9rmi Width 1.9mm 0. 4nmd Thickness 0.4mm

/ Color phase /Wi te

[ Material 8
3 /Inspection Inspection will be conducted per this specification.
4 [ Package Common commercial packaging practice is acceptable.
5 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-007
Leggings, Welder

1 / Standard Commercially available goods
2 [ Fabric Specification

/ Material Split leather

/ Thi ckness 2mm Standard 2mm

[ Material

/ Thi ckness 1.8mm Standard 1.8mm

[ Material 4

Either equaling or surpassing Brass nickel coat (Four pairs of shin pad)

[ Material Iron chrome coat

[ Material 8
3 /Inspection Inspection will be conducted per this specification.
4 / Package Common commercial packaging practice is acceptable.
5 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-011

Gloves, Heat-Resistant, Leather
1 / Standard Commercially available goods
2 [ Type JIST8113 2 PerJIS T 8113, 2
3 JIST8113 3 PerJIST 8113, 3
4 [ Fabric Specification JISTS8113 4 PerJIST 8113, 4
5 /Inspection JIST8113 5

Inspection will be conducted per JIS T 8113, 5 as well as per this specification

6 [ Package Common commercial packaging practice is acceptable.
7 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-012
Gloves, Cold

1 / Standard Commercially available goods
2 [ Fabric Specification

/ Material Cotton yam or Nylon yam

/ Cotton count 10+ 0.5/ S

/Length 22.5cm About 22. 5cm
3. [Fabric Condition /Weight 470g 12

More than 4709 per 12 pairs of gloves

4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 /Others

Must obtain approval by a cognizant Defense
Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-013
Gloves, Elbow Length
1 / Standard Commercially available goods with elbow
length.
2 [ Fabric Specification
/ Plain Fabrics
/ Material Polyester cotton blend
/ Material Polyester cotton blend
/ Blending ratio: 65 35 +5 65% Polyester 35% Cotton
/Shrink Resistance 2 JISL 1042 Lessthan 2% (JIS L 1042)
3 /Inspection Inspection will be conducted per this specification.
4 / Package Common commercial packaging practice is acceptable.
5 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-014
Gloves, Electricians

1 / Standard
/(Shape) JIST8112 5
/(Length) JIST 8112 6

2 [ Fabric Specification JISTB8112 6 PerJIST 8112, 6
3 [ Type JsT8112 2 C Per JIS 8112, 2

4 [ Quality JsT8112 3 31 PerJIST 8112, 3

5 [Test JIST8112 9 PerJIST 8112,9

6 /Inspection JST8112 9

Inspection will be conducted per JIS T 8112, 9 as well as per this specification

7 / Package Common commercial packaging practice is acceptable.

8 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-014-LV
Gloves, Electricians, Low Volt

1 / Standard
/(Shape) JIST8112 5
/(Length) JIST 8112 6

2 [ Fabric Specification JIST8112 6 PerJIST 8112, 6
3 [ Type JSsTS8112 2 A Per JIS 8112, 2

4 [ Quality JsT8112 3 31 PerJIST 8112, 3

5 [Test JIST8112 9 PerJIST 8112, 2

6 /Inspection JST8112 9

Inspection will be conducted per JIS T 8112, 9 as well as per this specification

7 / Package Common commercial packaging practice is acceptable.

8 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-015
Gloves, Fuel, Oil, Solvent
1 / Standard Qil resistant rubber gloves.
2 [ Fabric Specification
[ Material Chloromethane, Stockinet

3. [Fabric Condition /Weight 125g 1

More than 125g per one pair of gloves

25 27cm

4 /Inspection Inspection will be conducted per this specification.
5 [ Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture

April 2009 94



2009

P-016
Gloves, Surgical
1 / Standard Commercially available goods
2 [ Fabric Specification
[ Material 0. 09nm INtrile

3. /Appearance JIST 9107 4 PerJIS T 9107, 4
4 / Bearing Number and Dimensions

JISTO9107 5 Per JIST 9107,5
5 /Inspection JIST9107 9

Inspection will be conducted per JIS T 9107 as well as this specification.

6 / Package Common commercial packaging practice is acceptable.

7 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-017
Gloves, Working Wire Mesh
1 / Standard 5 /Hve fingers gl oves nade of a
W re nesh
2 / Fabric Specification
/ Material
/ G oves Brass
0. 5rm
3. 5Mn
Band Nyl on
/ Check Band 15mn 65mm
Fastener Width 15mm, Length 65mm
/Stitches
Synthetic fiber yam or cotton yam
3 /Inspection JIST 8121

Inspection will be conducted per JIS T 8121 as well as this specification

4 / Package Common commercial packaging practice is acceptable.

5 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-018
Gloves, Working Cotton

1 / Standard Commercially available goods
2 [ Fabric Specification

/ Material Cotton yam or Fiber forming

/ Cotton Number 8 Number 8
3 [Fabric Condition /Weight 580g 12 More than 580g per 12 pairs of

gloves

4 /Inspection Inspection will be conducted per this specification.
5 [ Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-019
Gloves, Working, Leather
1 / Standard Commercially available goods
2 [ Fabric Specification
/ Material Bull leather, Chrome tanning
/ Thickness 0. 8mm Standard 0.8mm
3 [Fabric Condition Flexible
/Weight 900g 12
More than 900g per 12 pairs of gloves
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 /Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture

r
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2009

P-020
Gloves, Working Rubber
1 / Standard Commercially available goods
2 [ Fabric Specification
/ Material Chloromethane or Natural rubber
3. [Fabric Condition /Weight 200g 1

More than 200g per one pair of gloves
/Length 285 32cm

4 /Inspection Inspection will be conducted per this specification.
5 [ Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-021
Coverall, Paper
1 / Standard Commercially available goods
2 / Fabric Specification
/ Material

Polypropylene, Polyethylene, or Nylon

3 /Color [Wite

4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.

6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.

/Sample Picture
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2009

P-022
Safety Glasses

1 / Standard Commercially available goods
2 [ Fabric Specification

/ Material Pol ycar bonat e
3 /Color /dear
4 /Inspection Inspection will be conducted per this specification.
5 / Package Common commercial packaging practice is acceptable.
6 [Others

Must obtain approval by a cognizant
Defense Office (or IAA Branch Office) prior to delivery.
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